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—— BRIDGING CHEMICAL GAPS —

Certificate of analysis

Reference #: 2019042

Manufacturing date: 6/2019

Analysis date: 6/2019
Product name Titanium methoxide
Ereztech # TI2927 | CAS# | 992-92-7 Purity
Lot/batch # 4/1/16 Net weight/volume | 129g Seal # N/A
Lot/batch # 4/1/14 Net weight/volume | 873g Seal # N/A
Packaging Storage ‘
CofO Russia

Analytical results

Appearance White powder
ANALYSIS OF BATCH 4/1/14
Property Specifications Results Test Method
Appearance White powder White powder with Visually
pellets

Infrared spectrum

Conforms to
structure

Conforms to structure

Infrared spectrum (film in nujol,
KBr)

Titanium content, %

27.50-28.10

28.24*

Elemental analysis after ignition
* - method erroris 0.5%

ANALYSIS OF BATCH 4/1/16

Property Specifications Results Test Method
Appearance White powder White powder with Visually
pellets

Infrared spectrum

Conforms to
structure

Conforms to structure

Infrared spectrum (film in nujol,
KBr)

Titanium content, %

27.50-28.10

28.59*

Elemental analysis after ignition
* - method error is 0.5%




